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Beide (Shenzhen) Product Service Limited 

6F, Bldg E, Hourui 3rd Ind Zone, Xixiang, Bao’An Dist, Shenzhen, China 
TEL:+86-755-27454498      FAX:+86-755-86174027 

E-mail:Admin@szbeide.com   http://www.szbeide.com 
 

Applicant         : Shandong Yuncheng Ruisheng Glass Co.,Ltd. 

Address           : Industrial Zone, Yuncheng County, Heze City, Shandong Province, China, 274700   

Client No.        : 03595835 

Manufacturer   : Shandong Yuncheng Ruisheng Glass Co.,Ltd. 

Address           : Industrial Zone, Yuncheng County, Heze City, Shandong Province, China, 274700 
 
Report on the submitted sample said to be  
 
Sample Name                                      : Glass bottle 

Sample material                                   : Glass 

Model No.                                             : --  

Sample Received Date                        : Nov. 25, 2017 

Sample Tested Date                            : Nov. 25-Dec. 01, 2017                   

Test Requested                                    : The test sample shall be examined in accordance with: 

Regulation (EC) No 1935/2004, the Commission 

Regulation (EU) No 10/2011 and the Commission 

Regulation (EU) No 2016/1416 

Test Result(s)                                      : Pass. (Please refer to next page) 
 
 
 

 
 
 

Signed for and on behalf of 
Beide (Shenzhen) Product Service Limited 

 
 

  
 
 
 

Reported by __________________        Checked by    ______________________     Approved by    ________________ 
 Signature / Anna                                                    Signature / Joseph                                                            Signature / Robert 



 
 Report No. : B-R171115628                                                                                                                       Page 2 of 3   
 

This report is considered invalidated without the Special Seal for Inspection of the Beide (Shenzhen) Product Service Limited, 
This report shall not be altered, increased or deleted. The results shown in this test report refer only to the sample(s) tested. 
Without written approval of Beide (Shenzhen) Product Service Limited, this test report shall not be copied except in full and 
published as advertisement.  

 
Beide (Shenzhen) Product Service Limited 

6F, Bldg E, Hourui 3rd Ind Zone, Xixiang, Bao’An Dist, Shenzhen, China 
TEL:+86-755-27454498      FAX:+86-755-86174027 

E-mail:Admin@szbeide.com   http://www.szbeide.com 
 

Test Result(s): 
 

 

Test Items 
Result (mg/L) 

MDL (mg/L) 
A 

Extractable Lead BL 0.02 
Extractable Cadmium BL 0.02 

 
Overall migration 
Test Method: To refer to the EN 1186-1:2002 & EN 1186-3:2002 

 

Test Items Test condition 
Result (mg/dm2) Requirement 

(mg/dm2) A 

Maximum extractable fraction 
in 10% ethanol 25℃, 48h 0.2 10 

 
Specimen Description: A= Glass 

 
Note:  -mg/L=milligram per litre 

-mg/dm2= milligram per square decimeter 
-MDL=Method Detection Limit 
-BL= BELOW LIMIT 
-Photo is included 

 

Extractable Heavy Metals: 
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 Photo of the sample 
                                             

 
 

  *** End of report *** 

A 


